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Thermal treatment of (NH4, Na)-exchanged zeolites 4A and 13X re-
sults in the formation of an amorphous phase (T < 1000 °C) and a
crystalline phase of mullite at temperatures above 1000 °C. No
structural changes have been noticed for the (NH4, Na)-exchanged
synthetic mordenite treated under the same conditions. Scanning
electron microscopy (SEM), X-ray powder diffraction, Fourier tran-
sform infrared (FT-IR) spectroscopy and particle size analysis were
used to characterize the initial materials and the obtained products.

Key words: ion exchanged zeolites, thermal transformations, pseu-
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INTRODUCTION

In recent years considerable attention has been paid to the synthesis of
mullite as a high-temperature engineering material.1–3 The composition of
mullite is of the general formula Al2+2x Si2–2x O10–x (�0.20 < x � 0.90). Mullite
structure consists of chains of edge-sharing AlO6 octahedra running parallel
to the crystallographic c axis. The chains are cross-linked by (Al, Si)O4 tet-
rahedra forming double chains also running parallel to the c axis.4 The ther-
modynamically stable modification of mullite 3Al2O3 · 2SiO2 is one of the
most important ceramic phases with low thermal expansion, low thermal
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conductivity, excellent creep resistance, good chemical stability and high
mechanical strength.4

Formation of mullite may take place directly from the amorphous phase
or through a SiO2–Al2O3 spinel phase as an intermediate phase. The crite-
rion of the proceeding mechanism seems to be the degree of chemical homo-
geneity of the precursors of the starting materials. Formation of mullite
through the amorphous phase is easier when the SiO2 component is more
miscible with the Al2O3 component.5

Mullite is produced from cheap natural raw materials such as kaolinite,
sillimanite, ball clays, bauxites (gibbsite and diaspore), halloysite minerals
and from synthetically produced materials such as �-alumina, aluminum
fluoride, aluminum hydroxide and �-alumina. The conventional way of mak-
ing fine powders is to grind a bulk material and pass it through a fine sieve.
The obtained fine powders are not always of uniform size because of the im-
purities involved in grinding. One method for preparing uniform-sized pow-
ders is the sol-gel process. This method offers a number of advantages over
other techniques, such as better homogeneity due to mixing on the atomic
scale, higher purity, uniform small particle size and lower temperature of
preparation. The negative side is the high cost of raw materials, considera-
ble shrinkage during processing, residual hydrolysis, residual carbon,
health hazards of organic solutions and long processing times. In general,
some of the raw materials used for the preparation of mullite by the sol-gel
method are tetraethoxyorthosilicate (TEOS) and aluminum nitrate nonahy-
drate or dibutoxyethylacetoacetoaluminum (Al(OBu)2(AcAcEt)),6 �-Al2O3
and amorphous SiO2,

7,8 alkoxides (Al-butylate, TEOS) and alkoxides plus
nitrates (TEOS, Al(NO3)3 · 9H2O),9–11 fumed or colloidal silica and boehmite
sol (AlOOH),12–13 and TEOS and boehmite sol.14 Formation of mullite was
detected at the temperatures ranging from 1000 to 1700 °C.

By controlling the hydrolysis of the reaction mixtures, the texture of the
gels is affected producing single-phase or diphasic samples.12,15 The main
process parameters are the gelation time, pH, temperature of hydrolysis
and the water/alkoxide ratio.15–16

Surface areas of the resulting mullite powders derived from the sol-gel
route varied depending upon the aging and/or drying conditions, due to the
different agglomeration states of the primary particles, precipitated by hy-
drolysis of the precursor solutions. In the case of solvents with low dielectric
constants, the obtained mullite powders have large surface areas. Mullite
with smaller surface areas is obtained when solvents with high dielectric
constants were used.17 The use of organic polydentate ligands such as ethyl-
ene glycol, 1,3-propandiol, 1,3-butandiol, 2-methyl-2,4-pentandiol, diethyle-
ne glycol monoethyl ether, ethoxyethanol, etc. make facilitate mullite forma-
tion.5
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The ion-exchange ability of zeolites allows homogeneous compositional
variation on an atomic scale. This advantage, coupled with their uniform
particle sizes and a relatively low cost, makes zeolites very attractive pre-
cursors to aluminosilicate-based ceramics.

It is well known from the literature that, after thermal treatment at ap-
propriate temperatures for a defined period of time, ion-exchanged zeolites
with different cations yield non-zeolitic structure ceramic materials. Thus,
Ba+- and (Ba+, Li+)-exchanged precursors of zeolites 4A and 13X are trans-
formed to a monoclinic celsian upon a proper thermal treatment.18

K, Rb and Cs ion exchanged zeolite Y gives, after calcining, leucit-pollu-
cite ceramics that, depending on the temperature, may transform into a he-
xagonal structure modification or into a cubic high-leucite structure.19 Simi-
lar results were obtained by H. Mimura and T. Kanno20 twenty years ago,
using CsA, SrA and CsY, SrY as starting materials.

In this study, the starting materials are (NH4, Na)-exchanged zeolite 4A
and 13X, which are supposed to be suitable for mullite formation. The zeoli-
te framework structure is composed of SiO4 and AlO4 tetrahedra, which al-
lows for mullite formation through an amorphous phase.

EXPERIMENTAL

Materials

Well-shaped cubic crystals of zeolite NaA, sized between 10 and 20 �m, and well-
shaped pyramidal crystals of zeolite 13X synthesized by a previously published me-
thod,21 were used as starting materials. Synthetic mordenite used as a starting ma-
terial was a product of Union Carbide Corp.

Partial exchange of the original Na+ ions with NH4
+ cations from the starting

zeolites was carried out by the already described procedure.22 The resulting ammo-
nium-exchanged zeolite A �(0.05 Na2O, 0.95 (NH4)2O) · Al2O3 · 1.98 SiO2 · 2.12 H2O�,
as determined by the chemical analysis, was heated at a rate of 10 °C/min to about
1000 °C, in a controlled-temperature chamber furnace (ELPH-2, Elektrosanitarij).
The heating caused a transformation of (NH4, Na)-exchanged zeolite A (NH4A) into
an X-ray and IR amorphous aluminosilicate of the same chemical composition as the
starting NH4A zeolite. After prolonged heating at about 1000 °C for one hour, the
amorphous phase was transformed to a mixture of mullite and amorphous SiO2. The
same procedure was applied in the thermal treatment of (NH4, Na)-exchanged zeo-
lite X �(0.05 Na2O, 0.95 (NH4)2O) · Al2O3 · 2.44 SiO2 · 5.5 H2O� and (NH4, Na)-exchan-
ged synthetic mordenite �(0.05 Na2O, 0.95 (NH4)2O) · Al2O3 · 8.7 SiO2 · 7.24 H2O�.

Analysis of Samples

Thermal analyses of the (NH4, Na)-exchanged zeolites A, X and synthetic mor-
denite were performed on a Netzch STA 409 simultaneous thermal analysis appara-
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tus. The heating rate was 10 K min–1 in a nitrogen atmosphere. The flow rate of ni-
trogen was 15 cm3 min–1. The samples were heated in a platinum crucible. About 30
mg of sample was used in each run. Calcined kaolinite was used as a reference.

X-ray powder diffraction patterns were obtained with a Siemens 5000D diffrac-
tometer using Cu-K� radiation. Powder diffraction data were collected in the 2q

range from 4–80° in the 2q steps of 0.02°, with 1 s per step.
Infrared transmission spectra of the samples were measured by the KBr wafer

technique. The spectra were recorded on a System 2000 FT-IR spectrometer (Perkin-
Elmer).

Particle size distribution curves of the solid samples were taken by a Mastersize
XLB (Malvern) laser light-scattering particle-size analyzer.

Scanning-electron micrographs of the samples were taken by a Philips SEM 515
scanning-electron microscope.

RESULTS AND DISCUSSION

DSC curves of the crystalline (NH4, Na)-exchanged synthetic mordenite
(a), zeolite 4A (b) and zeolite 13X (c) are shown in Figure 1. DSC curves of
all the examined samples have the characteristic endothermic minimum be-
low 200 °C, caused by the thermally induced desorption of physically adsor-
bed water (moisture). The slight endothermic minima in the temperature
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Figure 1. DSC curves of partially NH4
+-exchanged zeolites: synthetic mordenite (a),

4A (b) and 13X (c).



interval from 200 to 600 °C belong to the desorption of the remaining zeo-
litic water enclosed in the zeolitic matrix. Exothermic peaks in the DSC
curves of (NH4, Na)-exchanged zeolites 4A and 13X above 900 °C correspond
to high-temperature solid-state transformations. The DSC curve obtained
for (NH4, Na)-exchanged synthetic mordenite does not show any exothermic
peak up to 1200 °C, which indicates that no phase transformation has oc-
curred. This result was confirmed by the X-ray powder diffraction analysis
of the calcined (NH4, Na)-exchanged synthetic mordenite; the X-ray powder
diffraction pattern of the calcined sample (Figure 2A, a) is the same as the
X-ray powder diffraction pattern of the starting (NH4, Na)-exchanged syn-
thetic mordenite. Also, the infrared spectrum of the calcined sample (Figure
2B, a) contains all the bands characteristic of synthetic mordenite.23 This

indicates that the (NH4, Na)-exchanged mordenite was initially transformed
to an amorphous aluminosilicate which was then recrystallized to the start-
ing crystalline material (synthetic mordenite) during prolonged heating.24

For this reason, further investigations are carried on (NH4, Na)-exchanged
zeolites 4A and 13X only.
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Figure 2. X-ray powder diffraction patterns (A) and FTIR spectra (B) of the partially
NH4

+-exchanged zeolites 4A (a), 13X (b) and synthetic mordenite (c), calcined at a
temperature about 1000 °C for 1 h.



The thermal treatment of (NH4, Na)-exchanged zeolites 4A and 13X at a
temperature about 1000 °C, for at least 1 h, yields the same product of about
60% crystalline mullite and about 40% amorphous SiO2 as indicated by the
X-ray powder diffraction analysis (Figure 2A; b, c) and FT-IR spectrometry
(Figure 2B; b, c). The peaks at 2q = 44.41, 64.85, 77.96° in the diffraction
patern 2A,c belong to the aluminum support of the sample holder. The infra-
red spectra b and c in Figure 2B are the same as the infrared spectrum of
mullite.25

Earlier studies of the thermal transformation of the sodium forms of
zeolites A (4A) and X (13X) have shown that zeolite 4A transforms to a mix-
ture of carnegieite and nepheline at 900 °C and that the mixture recrystalli-
zes to nepheline at T > 1000 °C,20,24 while zeolite 13X transforms to an amor-
phous phase at 850 °C which recrystallizes to nepheline at T > 1000 °C.20

Hence, it can be assumed that proportions of mullite and amorphous SiO2
increase and the proportions of nepheline (in the case of zeolite X) and/or
carnegieite + nepheline decrease with increasing the NH4O/Na2O ratio in
starting zeolites. This is an unproved thesis so far, which will be evaluated
in further investigations.

Scanning electron micrographs in Figure 3 show the same effects as in
the case of the structural transformation of potassium-exchanged zeolite A;26

namely, the particles of the starting zeolite (NH4, Na)A (a), of the resulting
X-ray amorphous (NH4, Na)-aluminosilicate (b) and of the end product mul-
lite have almost the same shape (cubes). Hence, the thermally induced
amorphization of NH4-exchanged zeolites and their recrystallization to an-
other phase (mullite) represents a pseudomorphic transformation. Pseudo-
morphism of many natural and synthetic materials is well known in the lit-
erature, and it was recently observed in zeolite solid-state transforming
systems.26 However, smaller (Figure 3c) or larger »rounding« (Figure 4b) of
the particles of the final product (mullite) relative to the original mor-
phologies of NH4-exchanged zeolite A (Figure 3a) and NH4-exchanged zeo-
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TABLE I

Changes in the geometric external specific surface area A, as well as the particle
size D, of the NH4-exchanged zeolite A, calcined NH4-exchanged zeolite Aa and of

the crystalline end product mullite

Samples D / �m A / m2 g–1

(NH4, Na)-A 1.946833 0.08630

Amorphous (NH4, Na)-A 2.676129 0.19734

Mullite 1.877443 0.08920
a 1 h at 1000 °C.
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Figure 3. Scanning electron micrographs of the starting material zeolite A (a), the
amorphous NH4-aluminosilicate (b) obtained by heating (NH4, Na)A at about 1000
°C and the end product mullite (c) obtained by prolonged heating at the same tem-
perature.



lite X is probably caused by the internal pressure of gas (NH3) developed by
thermal decomposition of NH4

+ ions inside zeolite microcrystals. Although
the change in the particulate properties of zeolites (average crystal size,
geometric external specific surface; see Table I) during their thermal treat-
ment cannot be strictly explained at present; it is realistic to assume that
this is connected with the morphological changes caused by NH3 off-gassing.

CONCLUSION

Thermally induced transformations of the crystalline NH4-exchanged
zeolite 4A and zeolite 13X (1 h at 1000 °C) take place through the formation
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Figure 4. Scanning electron micrographs of the starting material zeolite 13X (a),
and the end product mullite (b) obtained by heating (NH4, Na)X at about 1000 °C for
a determined time.



of an intermediate amorphous phase and their recrystallization to a mixture
of mullite (ca. 60%) and amorphous SiO2 (ca. 40%). The obtained intermedi-
ate (amorphous aluminosilicate) and the final product (mullite) have the
same shape as the precursor particles (NH4-exchanged zeolites A and X). On
the other hand, under the same conditions, NH4-exchanged synthetic mor-
denite transforms into an amorphous aluminosilicate and recrystallizes to
mordenite during prolonged heating.

NH4-exchanged zeolites A and X may be used as precursors in the syn-
thesis of mullite at temperatures much lower than in the synthesis with
other starting materials. Owing to their uniform particle size and relatively
low cost, zeolites have become very attractive raw materials for mullite pre-
paration.

Acknowledgement. – We thank the Ministry of Science and Technology of the Re-
public of Croatia for financial support.

REFERENCES

1. A. J. Skoog and R. E. Moore, Ceram. Bull. 67 (1988) 1180–1189.
2. S. K. Pradhan, A. Chatterjee, A. Datta, and M. De Chakravorty, J. Mater. Res. 9

(1994) 2474–2475.
3. C. Baudin and M. P. Villar, J. Am. Ceram. Soc. 81(1998) 2741–2745.
4. H. Schneider, K. Okada, and J. A. Pask, Mullite and Mullite Ceramics, Wiley,

Chichester, UK, 1994, pp. 201–205.
5. K. Okada and N. Otsuka, J. Am. Ceram. Soc. 69 (1986) 652–656.
6. F. Mizukami, K. Maeda, M. Toba, T. Sano, S. I. Niwa, M. Miyazaki, and K. Kojima,

J. Sol-Gel Sci. Technol. 8 (1997) 101–106.
7. T. Radsick, B. Saruhan, and H. Schneider, J. Eur. Ceram. Soc. 20 (2000) 545–550.
8. B. Simendi} and L. Radonji}, J. Therm. Anal. 56 (1999) 199–204.
9. M. Schmucker and H. Schneider, J. Sol-Gel Sci. Technol. 15 (1999) 191–199.

10. A. M. R. Mendonca, J. M. F. Ferreira, and I. M. M. Salvado, J. Sol-Gel Sci. Tech-

nol. 13 (1998) 201–205.
11. K. Sinko and R. Mezei, J. Non-Cryst. Solids 231 (1998) 1–9.
12. A. R. Boccaccini, T. K. Khalil, and M. Bucker, Mater. Lett. 38 (1999) 116–120.
13. H. R. Rezaie, W. M. Rainforth, and W. E. Lee, Br. Ceram. Trans. 96 (1997) 181–

187.
14. D. R. Vollet, D. A. Donatti, R. N. Domingos, and I. Deoliveira, Ultrasonics Sono-

chemistry 5 (1998) 79–81.
15. D. J. Cassidy, J. Sol-Gel Sci. Technol. 10 (1997) 19–30.
16. R. L. Orefice and W. L. Vasconcelos, J. Sol-Gel Sci. Technol. 9 (1997) 239–249.
17. H. Suzuki, M Shimizu, H Kamiya, T. Ota, and M. Takahashi, Adv. Powder Tech-

nol. 8 (1997) 311–323.
18. G. Dell' Agli, C. Ferone, M. C. Mascolo, and M. Pausini, Solid State Ionics 127

(2000) 309–317.
19. L. Bedard, R. W. Broach, and E. M. Flaningen, Mater. Res. Soc. Symp. Proc. 271

(1992) 581–589.

THERMAL TRANSFORMATIONS OF (NH4, Na)-EXCHANGED ZEOLITES 791



20. H. Mimura and T. Kanno, Sci. Rep. Ritu A 29 (1980) 102–111.
21. I. Krznari}, T. Antoni}, B. Suboti}, and V. Bani}-Ivan~i}, Thermochim. Acta 317

(1998) 73–78.
22. C. Kosanovi}, A. ^i`mek, B. Suboti}, I. [mit, M. Stubi~ar, and A. Tonejc, Zeolites

15 (1995) 632–636.
23. E. M. Flanigen, H. Khatami, and H. A. Szymanski, Adv. Chem. Ser. 101 (1971)

201–227.
24. C. Kosanovi}, B. Suboti}, and I. [mit, Thermochim. Acta 317 (1998) 25–37.
25. L. Chen, B. Wang, S. Liu, and Y. Yan, J. Am. Ceram. Soc. 79 (1996) 1496–98.
26. C. Kosanovi} and B. Suboti}, Microporous Materials 12 (1997) 261–266.

SA@ETAK

Strukturne i morfolo{ke promjene pri termi~koj obradbi
(NH4, Na)-zamijenjenih zeolita i sintetskog mordenita

Cleo Kosanovi}, Boris Suboti} i Alenka Risti}

Pri termi~koj obradbi (NH4, Na)-zamijenjenih zeolita 4A i 13X nastaje jedna
amorfna faza (ispod 1000 °C) te kristalna faza mulita (iznad 1000 °C). Pri termi~koj
obradbi (NH4, Na)-zamijenjenog sintetskog mordenita nije do{lo do strukturne pro-
mjene na temperaturama iznad 1000 °C. Za karakterizaciju po~etnih materijala i do-
bivenih produkata kori{tene su metode pretra`ne elektronske mikroskopije, rentgen-
ske difrakcije, FT-IR spektroskopije i ~esti~ne analize.
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